
                                  
Scheduled for orders for delivery

May 31, 2009 through June 27, 2009

April Averages $8.0300 $5.0648 $0.7020 $0.0714 $1.6500 $3.6300
GRADE MOLY NICKEL CHROME IRON TITANIUM ENERGY TOTAL

SRCHRG. SRCHRG. SRCHRG. SRCHRG. SRCHRG. SRCHRG. SRCHRG.
($/LB) ($/LB) ($/LB) ($/LB) ($/LB) ($/LB) ($/LB)

303 $0.0000 $0.2942 $0.0760 $0.0064 $0.0000 $0.0000 $0.3766
304/304L $0.0000 $0.2942 $0.0760 $0.0064 $0.0000 $0.0000 $0.3766

304/304L 9.0 $0.0000 $0.3310 $0.0760 $0.0063 $0.0000 $0.0000 $0.4133
309/309S $0.0000 $0.4413 $0.0929 $0.0057 $0.0000 $0.0000 $0.5399
310/310S $0.0000 $0.6988 $0.1014 $0.0049 $0.0000 $0.0000 $0.8051
316/316L $0.1207 $0.3678 $0.0676 $0.0063 $0.0000 $0.0000 $0.5624

316/L MIN. MOLY $0.1509 $0.3678 $0.0676 $0.0062 $0.0000 $0.0000 $0.5925
316TI $0.1207 $0.3678 $0.0676 $0.0063 $0.0000 $0.0000 $0.5624

317/317L $0.1811 $0.4046 $0.0760 $0.0059 $0.0000 $0.0000 $0.6676
317LM/LMN $0.2595 $0.5149 $0.0807 $0.0051 $0.0000 $0.0000 $0.8602

321 $0.0000 $0.3310 $0.0718 $0.0064 $0.0000 $0.0000 $0.4092
347 $0.0000 $0.3310 $0.0718 $0.0064 $0.0000 $0.0000 $0.4092

409/409S $0.0000 $0.0000 $0.0444 $0.0078 $0.0000 $0.0000 $0.0522
405/410/410S $0.0000 $0.0000 $0.0486 $0.0077 $0.0000 $0.0000 $0.0563

               2507 $0.2414 $0.2574 $0.1056 $0.0056 $0.0000 $0.0000 $0.6100
2304 $0.0000 $0.1765 $0.0972 $0.0062 $0.0000 $0.0000 $0.2799

153MA $0.0000 $0.3494 $0.0781 $0.0062 $0.0000 $0.0000 $0.4337
253MA $0.0000 $0.4046 $0.0887 $0.0058 $0.0000 $0.0000 $0.4991

2205 CPT $0.1811 $0.2023 $0.0929 $0.0059 $0.0000 $0.0000 $0.4822
LDX2101 $0.0181 $0.0552 $0.0908 $0.0063 $0.0000 $0.0000 $0.1704
254SMO $0.3622 $0.7531 $0.0725 $0.0139 $0.0000 $0.0000 $1.2017 **

904L $0.3018 $0.7844 $0.0725 $0.0136 $0.0000 $0.0000 $1.1723 **

Alloy Surcharges are calculated based on the average Moly, Nickel, and Chromium prices as published 
in Platt's Metal Week from two months prior to the applicable ex-mill month, less the Moly base 
of $3.00/less Nickel base of $2.00/less Chromium base of $.35 with a yield adjustment factor of 1.20.
Nickel premium of $.30/lb to apply to above formula on 254SMO and 904L products. 
The iron component is based on the "#1 Busheling Price" for Pittsburgh published on the 2nd Wednesday of
the month - two months prior to the applicable ex-mill month, from a base price of $140/GT ($.0625).
The FeTi component is calculated on the monthly average published in Ryan's Notes with a base of $3.50/cwt.
The Energy component is calculated using the NYMEX Henry Hub Natural Gas final settlement price two months prior to the shipping month.
** These grades only-surcharges are applicable at the time of order entry (5/1/09-5/31/09)

SCHEDULE 1/CUSTOMER SURCHARGE 
OUTOKUMPU STAINLESS, INC. PLATE PRODUCTS


