
                                  
Scheduled for orders for delivery

August 30, 2009 through October 3, 2009

July Averages $12.7050 $7.2505 $0.8500 $0.1339 $1.3800 $3.9490
GRADE MOLY NICKEL CHROME IRON TITANIUM ENERGY TOTAL

SRCHRG. SRCHRG. SRCHRG. SRCHRG. SRCHRG. SRCHRG. SRCHRG.
($/LB) ($/LB) ($/LB) ($/LB) ($/LB) ($/LB) ($/LB)

303 $0.0000 $0.5040 $0.1080 $0.0514 $0.0000 $0.0000 $0.6634
304/304L $0.0000 $0.5040 $0.1080 $0.0514 $0.0000 $0.0000 $0.6634

304/304L 9.0 $0.0000 $0.5671 $0.1080 $0.0507 $0.0000 $0.0000 $0.7258
309/309S $0.0000 $0.7561 $0.1320 $0.0457 $0.0000 $0.0000 $0.9338
310/310S $0.0000 $1.1971 $0.1440 $0.0393 $0.0000 $0.0000 $1.3804
316/316L $0.2329 $0.6301 $0.0960 $0.0500 $0.0000 $0.0000 $1.0090

316/L MIN. MOLY $0.2912 $0.6301 $0.0960 $0.0496 $0.0000 $0.0000 $1.0669
316TI $0.2329 $0.6301 $0.0960 $0.0500 $0.0000 $0.0000 $1.0090

317/317L $0.3494 $0.6931 $0.1080 $0.0471 $0.0000 $0.0000 $1.1976
317LM/LMN $0.5008 $0.8821 $0.1146 $0.0405 $0.0000 $0.0000 $1.5380

321 $0.0000 $0.5671 $0.1020 $0.0514 $0.0000 $0.0000 $0.7205
347 $0.0000 $0.5671 $0.1020 $0.0514 $0.0000 $0.0000 $0.7205

409/409S $0.0000 $0.0000 $0.0630 $0.0625 $0.0000 $0.0000 $0.1255
405/410/410S $0.0000 $0.0000 $0.0690 $0.0617 $0.0000 $0.0000 $0.1307

               2507 $0.3494 $0.3780 $0.1440 $0.0464 $0.0000 $0.0000 $0.9178
2304 $0.0000 $0.3024 $0.1380 $0.0499 $0.0000 $0.0000 $0.4903

153MA $0.0000 $0.5986 $0.1110 $0.0495 $0.0000 $0.0000 $0.7591
253MA $0.0000 $0.6931 $0.1260 $0.0461 $0.0000 $0.0000 $0.8652

2205 CPT $0.3494 $0.3339 $0.1320 $0.0475 $0.0000 $0.0000 $0.8628
LDX2101 $0.0349 $0.0945 $0.1290 $0.0504 $0.0000 $0.0000 $0.3088
254SMO $0.6988 $1.3825 $0.1080 $0.0341 $0.0000 $0.0000 $2.2234 **

904L $0.5823 $1.4402 $0.1080 $0.0336 $0.0000 $0.0000 $2.1641 **

Alloy Surcharges are calculated based on the average Moly, Nickel, and Chromium prices as published 
in Platt's Metal Week from two months prior to the applicable ex-mill month, less the Moly base 
of $3.00/less Nickel base of $2.00/less Chromium base of $.35 with a yield adjustment factor of 1.20.
Nickel premium of $.30/lb to apply to above formula on 254SMO and 904L products. 
The iron component is based on the "#1 Busheling Price" for Pittsburgh published on the 2nd Wednesday of
the month - two months prior to the applicable ex-mill month, from a base price of $140/GT ($.0625).
The FeTi component is calculated on the monthly average published in Ryan's Notes with a base of $3.50/cwt.
The Energy component is calculated using the NYMEX Henry Hub Natural Gas final settlement price two months prior to the shipping month.
** These grades only-surcharges are applicable at the time of order entry (8/1/09-8/31/09)

SCHEDULE 1/CUSTOMER SURCHARGE 
OUTOKUMPU STAINLESS, INC. PLATE PRODUCTS


